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In this study, we report a facile strategy for the synthesis of

Li4Ti5O12 nanoparticles (15–20 nm) uniformly decorated on non-

oxidized carbon nanotubes (CNTs) for use as the anode material

in Li-ion batteries. In the newly designed microwave solvothermal

synthesis, the CNTs were used to selectively heat a substrate for

facilitating the preferential precipitation of nanoparticles. The

resulting sample delivered a reversible capacity of 172 mA h g21

at 1 C-rate and showed remarkable rate capability by maintaining

60% of the capacity at 60 C-rate (vs. 1 C-rate).

Introduction

Lithium-ion batteries are extensively being used as energy storage
devices for electric vehicles (EV) and other portable electric
devices.1,2 However, one of the limiting safety issues is the growth
of dendritic lithium on the surface of the graphite anode at high
charging currents, especially at potentials approaching 0 V versus
Li at the end of Li insertion.2,3 This constraint could possibly be
circumvented by the use of electrochemical redox couples with
higher equilibrium potentials, which make Li formation thermo-
dynamically less favourable.

Spinel Li4Ti5O12 has attracted much attention as an anode
material for lithium-ion batteries, because of its good Li-ion
intercalation and de-intercalation reversibility and near-zero strain

during charge/discharge processes.1–3 Despite these advantages,
Li4Ti5O12 still lacks commercial implementation due to its low
conductivity (10213 S cm21), which in turn leads to initial capacity
loss and poor rate capability.2 Thus far, several effective ways,
including reduction of particle size to nanoscale, doping with
small amounts of metallic or non-metallic ions (V+5, Cr3+, Mn3+,
Zr4+, F2, and Br2) in Li, Ti or O sites, surface modification and
carbon coating, and formation of composite with carbonaceous
materials, have been proposed for improving the rate capability of
Li4Ti5O12.4–9

In particular, reduction of Li4Ti5O12 particle size to nanoscale is
expected to enhance the rate capability owing to the following
reasons: (1) increase in the effective interfacial area between
nanosized Li4Ti5O12 and the electrolyte, (2) high electrical
conductivity of electrode, and (3) shorter diffusion length during
the charge/discharge cycle.10,11 However, these nanosized metal
oxides have the inherent disadvantage of agglomeration, limiting
their uniform dispersion in electrodes. In addition, use of large
amount of binder to prevent agglomeration, in turn complicates
the electrode preparation process.

To overcome these issues, it has been recently been proposed
that the formation of nanocomposites of these metal oxides with
carbonaceous materials will improve their electrochemical proper-
ties. Such metal oxide/carbon matrix nanocomposites are expected
to facilitate the diffusion of Li ions, owing to the enhancement in
their electronic conductivity and morphological stability.
Additionally, dispersing the metal oxide on the carbon matrix will
hinder the agglomeration of the metal oxide, providing efficient
and stable framework during charge/discharge cycling.12–14

Recently, it has been reported that the rate capability of
Li4Ti5O12 has been significantly improved by forming nanocom-
posite of Li4Ti5O12 nanoparticles with nanocarbon materials using
solution-based methods.14,15 Nanocarbon materials, such as
carbon nanotubes (CNTs) and reduced graphene oxide, used in
the preparation of such nanocomposites effectively improved the
electronic conductivity of the electrode, thereby enhancing the rate
capability.11–16

However, the fabrication of these nanocomposite materials
demand functionalized methods, such as acid-treated CNTs and
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graphene oxide by acid treatment or oxidation process.14–17 Such
treatments result in high density of oxygen functional groups,
such as hydroxyl, carboxyl, and epoxy groups, that interact strongly
with metal or metal oxide nanoparticles.18,19 Despite subsequent
thermal annealing or chemical reduction process, the defects
introduced during the acid treatment or oxidation process still
existed. Consequently, these led to undesirable surface defects that
could degrade the electrical conductivity and mechanical stiffness
of nanocarbons. Therefore, removal of residual oxygen in
nanocarbon becomes very important for improving the electrical
conductivity.20,21

Furthermore, the fabrication of these nanocomposites
demanded multi-step, time-consuming processes and the use of
hazardous reaction media such as strong acid or base. Such
tedious synthesis methodologies generate large amount of waste,
which pose potential environmental concerns. Therefore, it is of
critical need to develop simple and environmentally benign
synthesis strategies for the preparation of nano-Li4Ti5O12 deco-
rated on nanocarbon matrix with improved rate capability.

Herein, we report a facile process based on microwave-
solvothermal synthesis, in which CNTs were used to selectively
heat the substrate for facilitating the preferential precipitation of
Li4Ti5O12 nanoparticles (10–15 nm). Additionally, the proposed
method does not involve any acid treatment or oxidation process.
The Li4Ti5O12/CNT nanocomposites prepared in this study
exhibited excellent rate performance as an anode material for
lithium-ion batteries.

Experimental

Synthesis of Li4Ti5O12/CNT nanocomposite

Li4Ti5O12/CNT nanocomposite was synthesized via simple micro-
wave-solvothermal reaction of CNTs and titanium precursor to
form TiO2/CNT nanocomposite, followed by heat treatment in the
presence of LiOH aqueous to form an intermediate Li–Ti–O/CNT
nanocomposite, which was finally heat-treated in partially redu-
cing atmosphere to form Li4Ti5O12/CNT nanocomposite. Fig. S1,
ESI3 shows the schematic of the synthesis strategy proposed for
the preparation of the Li4Ti5O12/CNT nanocomposite (see ESI3).

As the first step, TiO2/CNTs nanocomposites were prepared
using commercially available multi-walled carbon nanotubes
(ILJIN Nanotech Co., Ltd. South Korea) of diameter 10–15 nm,
length 10–50 mm, and BET surface area of 200 m2 g21. In the
typical experimental procedure, 80 mg of the multi-walled CNTs
was added to 70 ml of diethylene glycol (.99%, Fluka) and
sonicated for 60 min, without any additional processes such as
acid treatment. The sonication process was carried out to
effectively disperse CNTs in the organic solvent.22,23

Subsequently, titanium ethoxide (0.05 ml, Aldrich), ethanol (5
ml, 99.5%), and hydrogen peroxide (5 ml, 95%) were added to the
sonicated solution. The solution was then transferred to a 100 ml
Teflon vessel, which was sealed and digested in a MARS-5
microwave digestion system (CEM Corporation). The reaction
mixture was heated to a temperature of 210 uC within 30 min
using a microwave power of 400 W, and maintained at that
temperature for 30 min. After the completion of the reaction, the
resulting powder (TiO2/CNT nanocomposite) was washed several

times with ethanol and distilled water, and then freeze-dried for 24
h.

Following that, 0.05 g of the as-prepared TiO2/CNT nanocom-
posite was added to 50 ml of 1 M LiOH aqueous solution. The
resultant solution was rapidly heated to 200 uC in a microwave-
solvothermal reactor and was maintained at that temperature for
20 min to form Li–Ti–O/CNT nanocomposite. The precipitate thus
obtained was washed several times with distilled water and freeze-
dried for 24 h. Finally, the Li–Ti–O/CNT nanocomposite powder
was heat-treated at 700 uC for 5 h in the presence of 5 wt% H2/Ar
atmosphere to obtain pure spinel Li4Ti5O12. This heat treatment
was carried out in a partially reducing atmosphere to inhibit the
oxidation of CNTs.

Characterization methods

The crystalline phase of the prepared Li4Ti5O12/CNT nanocompo-
site was determined by using an X-ray diffractometer (XRD, D/
MAX-IIIC, Rigaku) equipped with a vertical goniometer. The XRD
patterns were recorded at room temperature in the range of 10u ,

2h , 80u at intervals of 0.04u. Transmission electron microscopy
(TEM, JEM2100F, JEOL) was used to observe the morphology of
the as-prepared Li4Ti5O12/CNT nanocomposite powders. Raman
spectroscopy (Jobin-Yvon LabRam HR) was used to characterize
the structure of Li4Ti5O12 in the composite. The measurements
were recorded using liquid N2-cooled CCD multichannel detector
at room temperature using a conventional backscattering geome-
try. An argon-ion laser at a wavelength of 514.5 nm was used as the
laser light source. The thermal properties of Li4Ti5O12/CNT
nanocomposite were determined using a thermogravimetric
analyser (TGA, STA 409 PC) in air atmosphere. TGA was obtained
from room temperature to 800 uC at a heating rate of 10 uC min21.
The electrical conductivity was measured using the two-point
probe method in a poly(methyl methacrylate) (PMMA) cell, shown
schematically in Fig. S2, ESI.324 Hence, the Li4Ti5O12/CNT
nanocomposite powder was compressed under a constant
pressure of 8000 psi to form of a disc/pellet, the thickness of
which was measured using a digital micrometer.

Preparation of electrodes and electrochemical measurement

Electrochemical properties of the prepared Li4Ti5O12/CNTs nano-
composite were investigated at room temperature, using a CR2032
coin cell with metallic lithium as the negative electrode. The
working electrode consisted of a mixture of 90 wt% Li4Ti5O12/
CNTs nanocomposite and 10 wt% polyvinylidene fluoride (PVDF)
dissolved in binder N-methylpyrrolidone (NMP). The slurry
mixture was coated on copper foil (99.7% purity, Aldrich) and
then dried at 100 uC for 24 h. Each working electrode had an area
of 1 cm2 and contained 2–3 mg of the dried slurry. The electrolyte
was 1 M LiPF6 dissolved in a mixture of ethylene carbonate (EC)
and dimethyl carbonate (DMC) at a weight ratio of 1 : 1. The coin
cells were assembled in an Ar-filled glove box using a microporous
polyethylene film (Celgard 2400) as separator. Charge/discharge
tests and cyclic voltammetry were performed using a potentiostat/
galvanostat (VMP3, Princeton Applied Research).
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Results and discussion

Fig. 1 shows the XRD patterns of pristine CNTs, TiO2/CNT, Li–Ti–
O/CNT, and Li4Ti5O12/CNT nanocomposites, together with the
XRD patterns corresponding to standard anatase-phase TiO2

(JCPDS card no. 12-1272), and spinel-phase Li4Ti5O12 (JCPDS card
no. 49-0207) for ref. 1–3. The XRD pattern of TiO2/CNT
nanocomposite (Fig. 1(b)) prepared by microwave-solvothermal
reaction was found to be consistent with that of the anatase-phase
TiO2. The XRD pattern of Li–Ti–O/CNT nanocomposite, which was
formed in the intermediate step, showed rocksalt-like phase, as
shown in Fig. 1(c). The origin of intermediate Li–Ti–O/CNT is
discussed in detail in the following section. The XRD pattern of
the prepared Li4Ti5O12/CNT nanocomposite (Fig. 1(d)) matched
well with the XRD pattern of standard Li4Ti5O12, which confirms
that the Li4Ti5O12 in the Li4Ti5O12/CNT nanocomposite has a pure
spinel structure. Major diffraction peaks found at 2h correspond-
ing to 18.4u, 35.6u, 43.3u, 47.4u, 57.2u, 62.8u, and 66.1u can be
attributed to respectively (111), (311), (400), (331), (511), (440), and
(531) planes of a face-centred cubic spinel structure with Fd-3m
space groups. The broad peak observed at around 25u corresponds
to the (002) plane of the CNTs.25 No other peaks were observed
corresponding to possible impurities, such as titanium oxide or
other phases of lithium titanate. The formation of phase-pure
Li4Ti5O12 was further confirmed by Raman spectroscopy (Fig. S3,
see ESI3).26 From the XRD data, the lattice constant of the spinel
Li4Ti5O12 nanoparticles in the Li4Ti5O12/CNT nanocomposites was
calculated to be 8.36 Å. This result was in good agreement with the
lattice constant reported for pure spinel Li4Ti5O12.3

Fig. 2 shows the TEM images of the different samples obtained
during various stages of the process, namely, TiO2/CNT nano-
composite, intermediate Li–Ti–O/CNT nanocomposite, and
Li4Ti5O12/CNT nanocomposite. The TEM images of the TiO2/
CNT nanocomposite prepared by microwave-solvothermal reac-

tion (Fig. 2(a) and (b)) show that TiO2 nanoparticles of size 3–5 nm
were coated uniformly onto the CNTs. Starting from the TiO2/CNT
nanocomposite, an intermediate Li–Ti–O/CNT nanocomposite
was synthesized via microwave-solvothermal reaction of TiO2/
CNT in an aqueous LiOH solution. The TEM image of the sample
thus obtained is shown in Fig. 1(c). This reaction is believed to
proceed via dissolution and precipitation of the metal oxide on the
surface of CNTs and on the web-like network structure formed by
the CNTs. Subsequently, upon annealing this sample at 700 uC for
5 h in 5 wt% H2/Ar atmosphere, the intermediate Li–Ti–O phase
gets converted to stable Li4Ti5O12 nanoparticles of size 10–15 nm,
as evidenced from the TEM images shown in Fig. 2(d), (e) and (f).
This indicates that the heat treatment of Li–Ti–O in 5 wt% H2/Ar
atmosphere resulted in the formation of Li4Ti5O12 phase, without
affecting the particle size. The high-resolution TEM image shown
in Fig. 2(g) clearly indicates the formation of a well-crystallized
Li4Ti5O12 structure with lattice fringes of ca. 0.48 nm correspond-
ing to (111) interplanar spacing of Li4Ti5O12.1,2

Fig. 1 XRD patterns of (a) pristine CNTs, (b) TiO2/CNT nanocomposite, (c) (Li–Ti–O)/
CNT nanocomposite, (d) Li4Ti5O12/CNT nanocomposite. The XRD patterns corre-
sponding to standard anatase-phase TiO2 (JCPDS card no. 12-1272) and spinel-
phase Li4Ti5O12 (JCPDS card no. 49-0207) are provided for reference.

Fig. 2 TEM images of (a) and (b) TiO2/CNT nanocomposite (particle size: 3–5 nm)
synthesized using microwave-solvothermal process, (c) Li–Ti–O/CNT nanocomposite
(Li4Ti5O12 precursor) with a particle size of 10–15 nm obtained by lithiation of TiO2/
CNT nanocomposite, (d) and (e) Li4Ti5O12/CNT nanocomposite (particle size: 10–15
nm) obtained by heat treatment of Li–Ti–O/CNT nanocomposite under partially
reducing atmosphere, (f) high-resolution TEM images of the prepared Li4Ti5O12/CNT
nanocomposite, clearly indicating the formation of Li4Ti5O12 nanoparticles of size
10–15 nm on the surface of CNTs.
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Based on the detailed characterization of the samples formed
during various stages of the process, the possible reaction pathway
is proposed as follows. For the formation of TiO2/CNT nanocom-
posite, the pristine CNTs acted as a template for the selective
heterogeneous nucleation and growth of TiO2 nanoparticles. The
TiO2/CNT nanocomposite thus obtained was reacted with LiOH
solution via a microwave-solvothermal process, whereupon TiO2/
CNT was converted to Li–Ti–O/CNT nanocomposite. This served as
the precursor for the formation of Li4Ti5O12. Finally, upon heating,
the Li–Ti–O/CNT nanocomposite transformed to highly crystalline
phase-pure Li4Ti5O12/CNT nanocomposite.

During this reaction, CNT is believed to have played two
important roles: (1) The CNT matrix hindered the aggregation of
Li4Ti5O12 nanoparticles during the heat treatment, by preventing
the interaction between adjacent Li4Ti5O12 nanoparticles. This was
also confirmed by preparing Li4Ti5O12 nanoparticles without
CNTs. In this case, the formed Li4Ti5O12 nanoparticles (size , 50
nm) were highly agglomerated, as evidenced from the TEM and
SEM images shown in Fig. S4 (see ESI3). (2) CNTs selectively heated
the catalyst and substrate without bulk heating of the solution. In
general, carbonaceous materials selectively heat the catalyst and
substrate without bulk heating of the solution.27,28 The carbonac-
eous materials tend to absorb microwave energy and convert it
into heat, to establish high temperature on the surface of CNTs
relative to the solution. Since the nucleation of metal ions occurs
preferentially on hot spots, the TiO2 or Li4Ti5O12 precursor (Li–Ti–
O) in solution is expected to have precipitated on the surface of the
CNTs. Additionally, the microwave-solvothermal method would
have favoured the process owing to its distinct advantages over
conventional hydrothermal or solvothermal methods, such as
lower synthesis temperature, higher reaction rate, shorter reaction
time, and smaller resulting particles.27–30

Fig. 3(a) shows the cyclic voltammograms (CVs) of 80 wt%
Li4Ti5O12 loaded Li4Ti5O12/CNT nanocomposite measured with
potential scan rates of 0.2, 0.5, 1, 2, 5 mV s21, in the potential
window of 1.0–2.5 V. The loading amount of Li4Ti5O12 in the
Li4Ti5O12/CNT nanocomposite was evaluated to be 80 wt% from
thermo-gravimetric analysis (Fig. S5, see ESI3). The CV at 0.2 mV
s21 clearly shows one set of well-defined current peaks at 1.50 and
1.62 V, which correspond to those of phase-pure Li4Ti5O12.1–3

Interestingly, the general shape of the CV was well maintained,
even upon increasing the potential scan rate up to 2 mV s21. This
suggests the good high-rate capability of the prepared Li4Ti5O12/
CNT nanocomposite.

Fig. 3(b) shows the charge and discharge curves of the prepared
Li4Ti5O12/CNT nanocomposite measured with a half-cell system
using coin-cell. Charge–discharge curves were obtained between 1
and 2.5 V (vs. Li/Li+) at C-rate of 1 to 60. The discharge curve of the
Li4Ti5O12/CNT nanocomposite showed the typical discharge
behaviour of spinel Li4Ti5O12, with a dominant plateau of 1.55 V
at 1 C-rate. The specific discharge capacity of the second cycle
based on the Li4Ti5O12 weight was observed to be 172 mA h g21 at
1 C-rate, which is close to the theoretical capacity. A specific
discharge capacity of 104 mA h g21 in the second cycle was
achieved even at 60 C-rate, a value that is 60% of the 1 C-rate
specific capacity (Fig. 3(c)). This indicates the excellent high-rate

capability of the prepared Li4Ti5O12/CNT nanocomposite (Fig. S6,
see ESI3). Further, this result suggests that the Li4Ti5O12/CNT
nanocomposite perform as having perfect ionic and electric paths.

The observed significant improvement in the rate capability
could be attributed to the synthesis of Li4Ti5O12/CNTs nanocom-
posite with the following features: (1) nanosized Li4Ti5O12 particles
providing shorter diffusion length and (2) uniform distribution/

Fig. 3 (a) Cyclic voltammograms (CVs) of 80 wt% Li4Ti5O12 loaded Li4Ti5O12/CNT
nanocomposite under different scan rates: 0.2, 0.5, 1, and 2 mV s21. (b) Second
charge–discharge curves of Li4Ti5O12/CNT nanocomposite half-cell, showing its rate
capability under different current rates (from right to left): 1, 10, 20, 30, 50, and 60
C-rate. (c) Plot of capacity retention versus different rates (1, 10, 20, 30, 50, and 60
C-rate), where 1 C-rate corresponds to a current density of 172 mA g21.
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decoration of Li4Ti5O12 nanoparticles onto the surface of the non-
oxidized CNTs. In general, smaller particles promote shorter
pathways for the solid-state diffusion of Li ions. Hence, the
nanoscale dimension of the prepared Li4Ti5O12 particles resulted
in a better rate capability. In addition, the uniform dispersion of
Li4Ti5O12 nanoparticles on the surface of non-oxidized CNTs and
in the web-like network structure could have improved the
electrical conductivity of the electrode, and acted as a good
additive to disperse nano-Li4Ti5O12 by connecting them with a 1-D
conduction path. This was experimentally verified by measuring
the electrical conductivity of the prepared Li4Ti5O12/CNTs nano-
composite by using the two-point probe method. The schematic of
the cell and the compressed pellet used for measuring the
electrical conductivity is shown in Fig. S2 in the ESI.3 It was found
that the electrical conductivity of the Li4Ti5O12/CNT nanocompo-
site (1.88 S cm21) was relatively lower when compared to that of
pristine CNTs (5 S cm21). Nevertheless, the electrical conductivity
of the Li4Ti5O12/CNT nanocomposite was much higher than that
of pure Li4Ti5O12 (10213 S cm21).1–3 This confirms that the CNTs
enhance the electrical conductivity of Li4Ti5O12.

Furthermore, the cyclability of the prepared composite was
analysed. It was found that the Li4Ti5O12/CNT nanocomposite
exhibited excellent capacity retention of 97% at 1 C-rate over 200
cycles and 98% at 10-C rate over 1000 cycles, as shown in Fig. 4(a)
and (b). In addition, the Coulombic efficiency remained at about
100%, demonstrating the excellent cycling performance of the
Li4Ti5O12/CNT nanocomposite. Additionally, post-cycling charac-
terization of the composite was performed to understand the
volumetric expansion of Li4Ti5O12 during charge–discharge
cycling. For this, a sample tested for several the cycles was broken
down and analysed using TEM. The TEM images of Li4Ti5O12/CNT
nanocomposite after electrochemical cycling (Fig. 4(c)) indicated
the presence of Li4Ti5O12 nanoparticles, CNTs, and binders. After
electrochemical cycling, the Li4Ti5O12 particles showed new
features in TEM that are due to diffraction contrast. Other than
that, almost all the Li4Ti5O12 nanoparticles in Li4Ti5O12/CNT
composite appear to be relatively unchanged. These Li4Ti5O12

nanoparticles are distributed uniformly on the surface of the
CNTs.

Fig. 4 Cyclability of Li4Ti5O12/CNT nanocomposite at (a) 1 C-rate over 200 cycles (b) 10 C-rate over 1000 cycles, (c) TEM images of Li4Ti5O12/CNT nanocomposite after
electrochemical cycling, indicating the presence of Li4Ti5O12 nanoparticles, CNT, and binders.
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Conclusions

Li4Ti5O12/CNT nanocomposites were successfully synthesized by a
microwave-solvothermal reaction and post-heat treatment without
any hazardous reaction media, such strong acid or base. The TEM
image of the prepared composite shows the formation of Li4Ti5O12

nanoparticles of size 10–15 nm uniformly decorated on CNTs. The
specific discharge capacity of the second cycle based on the
Li4Ti5O12 weight was 172 mA h21 at 1 C-rate and 104 mA h21 even
at 60 C-rate, which is 60% of the capacity at 1 C-rate. This indicates
the excellent high rate capability of the prepared nanocomposite.
In addition, the Li4Ti5O12/CNT nanocomposite showed excellent
rate performance as an anode electrode material in lithium ion
battery system, due to the shorter diffusion length of the
nanosized Li4Ti5O12 uniformly formed on the non-oxidized
CNTs. Furthermore, the use of non-oxidized CNTs improved the
electrical conductivity of the electrode and acted as good additives
to disperse nano-Li4Ti5O12, connecting them with a 1-D conduc-
tion path.
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